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ABSTRACT

Three grades of high density polyethylene (HDPE) are tested for tensile, creep and
creep recovery, and creep properties determination. As a result of tensile tests, the
materials were found to strain uniformly under constant strain rate to about 3% at 20°C
which is well below the 12% yield point (YP). With creep tests, an attempt was made
to explain and predict the effects of low loads and temperature on linear viscoelasticity
(LVE) in these materials. When a creep curve plateaus (zero creep strain after a tran-
sient primary creep strain), strain recovery from the plateau is 100%. This combination
of creep plateau and full recovery as another manifestation and definition of linear visco-
elasticity is presented. The effort presented was only partially successtful for HDPE as
the creep apparatus has an error zone producing uncertain data precisely in the region
where HDPE linear viscoelasticity is expected. However, from past research on the
same creep apparatus, it was found that amorphous polycarbonate (PC) produces pla-
teaus outside and above this error zone, from which full recovery occurs at strains up to
1% and stresses up to approximately 3300 psi (22.75 MPa). \ An engireering load-strain
data base is established for the three grades of HDPE testeél using the U.S. Army
Materials and Mechanics Research Center (AMMRC) streamline tensile specimens. A
comparison is made to the load-strain results from two typclz)z/ of ASTM tensile spcci-

mens. It is noted the AMMRC strcamline tensile specimens have a separate responsc
to mechanical tensile loading from that of ASTM-type specimens so that care must be
exercised when comparing their mechanical performance tof that of ASTM-type specimens.
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INTRODUCTION

Until there is confidence in performing materials characterization to tailor the material to
the job, the only choice is to defer to the state-of-the-art approach exemplified by industry as,
for example, by the General Electric Technology Center, the Davidson Rubber Company, the
Monsanto Chemical Company’s Applications Devclopment Center, the Borg-Warner Design
Engineering Laboratory, and the Dow Chemical Company’s Materials Engineering Center.! For
example, Generai Electric has customer-accessible materials computer programs from accumulated
data bases containing information on the mechanical and physical properties so that through and
with such data more economical and efficient use of finite element computer programs can be
made to aid in solving the end product problems of the materials-utilizing customers.

The need to generate precise and reproducible data bases is recognized, and the work donc
by producers of raw plastics in their attempts at producing data bases from various mechanical
tests should be applauded. These data bases aid in solving actual structual problems and locating
defects in end products manufactured by users of their raw plastics.z'4

There is also a need to extend the existing quality data bases of the marketable shelf mate-
rials of the producers/suppliers into the tensile test region of small loads and strains along with
corresponding creep tests. However, increasing the precision of the tensile test and, thus, the
data accuracy in the low-load region alone would not solve the problem of a plastic structure
under creep as, still, only short-time loading data is produced. However, low-load creep data, at
or below the critical stress level where creep is minimal or nil, would extend the present
state-of-the-art tensile test data bases of the producers/suppliers and help them in reaching the
ultimate goals (needs) of the end products fabricators: tailor made materials, efficiently
obtained, through materials characterization.

The purpose of the present work is to establish a data base for the three grades of HDPE,
(tensile and creep) over a range of loads and temperatures. The tensile tests arc restricted to
12% strain, and the creep tests to low dead loads and all testing is further restricted to the
AMMRC streamline (SL) tensile spccimens.5 These tests results arc compared with those from
two ASTM-type specimens. It is shown that the ASTM and SL specimens produce different
mcchanical propcrties so that caution must be cxercised when selecting specimens.

It is further shown that the tensile test not only supplies engineering data, but can be a usc-
ful tool in solving problems related to more fundamental properties of plastics. It is also shown
that there is a load-strain cutoff point below which strain is uniform and strain rate is lincar
(constant). This cutoff is to related to work performed by Moore and Matsuoka.’

The creep tests resulted in very flat curves suggesting a plateau for strain with time such
that the crecp rate is zero. The creep rate rcaches a maximum during dead loading (at full
load) and decrcascs in the transient, primary creep region, to gradually become zero on the
strain platcau. Nielsen”® indicated a critical stress for HDPE below which creep practicatly
ccases (about 3.5 MPa or 500 psi). Hence, an objective ol this study is to determine whether
creep testing at low loads below the critical stress indicates a linear viscoclastic (LVE) region
and whether the platcau concept has any relationship to Nielsen's critical stress.

It is belicved that more atteation is nceded in a sorcly neglected region of mechanical
testing, (called by us as the loading problem): the initial time-load-strain region during
mcchanical loading of a tensile specimen and for a short time after full load (a region




common to all mechanical tests). Further, the initial loading is not instantaneous but takes a
finite, measurable time. Since plastics are sensitive to temperature and strain rate, the beha-
vior of their initial loading region in the presence of these parameters affects their long-time
response. It is worthwhile to note that the low-load creep test and the low-load tensile test
could follow equivalent loading ;l)aths for the specimen.’ It is also worthwhile noting that the
loading problem exists for metals'®!! so that it can be considered, more generally, a materials
problem.

MATERIALS, SPECIMENS, AND EXPERIMENTAL PROCEDURES

The material tested consists of three grades of high density polyethlene produced by Phillips
66 Company in granular form. The designations for the materials are: EHM 6001 as shect
grade (SG), HHM TR 140 as blown-film grade (BFG), and HXM 50100 as the container mate-
rial. There are three sources of HXM 50100 samples as tested. The carlier natural-colored con-
tainer (NCC) and the later green-colored container (GCC) with 4% by weight green pigment'*
are two of these sources. Both of these contained about 20% regrind to the best of our knowl-
edge. The containers, NCC and GCC, were made by a subsidiary of the Ford Motor Company
using an unidentified blown-film process. They added the 20% regrind to HXM 50100 (presum-
ably the same grade). The third source was virgin granular material from which three compres-
sion-molded plates (1/4 x 12 x 12)m3 were made on a 100-ton press'® with integral heatmg and
coolmg controls according to ASTM standard'*!® but at three different cooling rates: 3.3°F/min,
air cooled (Plate I); 30°F/min, air and tap-water cooled (Plate III); and at 90°F/min, tap-water
cooled (Plate II). The slowest cooled is expected to have the highest crystallinity content. Plate
III was cooled near the ASTM specified rate. Upon cooling, all three plates showed shrinkage.
as well as slight thickness variation detcrmined on tensile specimens cut from the plates during
micrometer measurements of the gage length (GL) cross section.

The molecular weights from the Phillips 66 Company’s materials literature, along with
melt-flow index values, are tabulated in Table 1 along with our values obtained from the gel per-
meation chromatography (GPC). The GPC values are from untested injection-molded specimens
which contain no regrind and the HXM 50100 is from the NCC and not from virgin pellets.

Table 1. CHEMICAL ANALYSIS OF THREE GRADES OF HIGH DENSITY POLYETHYLENE

Molecular Weight
Mw Mn Meit
Weight Number Flow HLM}
Designation Specimen Average Average Mw/Mn Index*t (A*$
EHM-6001 Phillips*® 156,000 19,100 8.16 0.15 24+
Ours 120,000 17,700 6.80 - -
HHM-TR140 Phillips 177,000 16,400 10.80 0.28 -
Ours 130,000 11,200 11.60 - -
11XM-50100 Phillips 183,000 18,900 9.20 0.07** 10
Ours 153,000 18,460 8.15 - -
*Phillips 66 Company
g/10 min
10g/10 min

**Estimated Vailues

[$9]




The SG and BFG specimens were injection molded at 246°C. Thermogravimetric tests (not
shown) on the materials at a heating rate of 10°C per minute in air indicate the start of degrada-
tion at 246°C [an unzipping of the polyethylene (PE) molecules] which could affect their molecular
weights anl(g, hence, their mechanical properties if processing time is extended, which was not the
case here.

An injection molding machine!’ was used on the SG and BFG grades (see Table 2) with a
mold that made specimens with five shapes simultaneously per mold cycle. Three of these shapes
were used for testing. Two of the shapes are bars 5 inches long by 1/2 inch wide, with thicknesses
of 1/8 inch and 1/4 inch. The third is that of a dogbone similar to ASTM Type I'® with 8-inch
overall length, 1/8 inch thick with 1/2 inch uniform width along a 2.5-inch gage length. These bars
and dogbones have a slight end-to-end taper in thickness. In addition, there is material shrinkage
and uneven cooling causing bar specimen faces to be somewhat concave, more so in the 1/4-inch
bars, a slight curvature both perpendicular and parallel to the faces of the bars, and probably some
material orientation of unknown detail and amount.

From the 1/8-inch-thick bars, tensile specimens were routed similar to ASTM Type IV'® (0 a
width tolerance of +0.005 inch along a 1-inch GL. The width tolerance, longitudinal thickness
taper, concavity of sample faces, and extensometer knife-edges results in cross-sectional variations in
the 1-inch GL. The combination of these effects caused undesirable necking at the ends of the
I-inch GL with sufficient frequency to cause abandonment of extensive testing with the ASTM
Types I and IV dogbone specimens except for some testing for comparison and control purposes.

As a result, the AMMRC SL tensile specimen was chosen for testing.5 The SL shape was
found to be useful for tensile testing soft plastics like HDPE, or any plastic softened by sufficiently
high test temperatures where the extensometer knife-edge pressure and/or existing variations in speci-
men Cross section causes stress concentrators in the cross section. The streamline taper tends to
minimize these effects except near melting in HDPE; ie., greater than 120°C.

A pantograph was used to make SL tensile specimens from both bar thickness of the SG and
BFG grades, from 1/4-inch-thick pieces cut from the NCC and GCC containers, and from the three
compression-molded plates of HXM 50100.

Specimens with the SL design were cxclusively used for dead-load creep and tensile testing.
Exceptions are SG (1/2 in. x 1/4 in.) x (5-1/2 in.) bars used supplementarily with low loads roughly
of 350 psi or less. A silhouette of the SL specimens with dimensions is shown in Figure 1. The
l-inch GL of the SL specimen has a 1/2-inch straight-sided middle scction, flanked by tapered
1/4-inch parts.

In all the mechanical testing, the SL specimens were gripped such that the initial length of
specimen between grips [Head Distance (HD) (time = 0)] is 3 inches with a 1-inch extensometer
centrally located. The 1/2-inch-long straight-sided, central part of the GL is 1/4 inch wide. The
1/4-inch-long tapered parts, one on cach side of the 1/2-inch straight-sided central part, are also
very close in width, along their lengths, to the 1/4-inch-wide central part, due to the =0.005-inch
machining tolcrances overlapping the taper dimensions in the GL. This makes the GL ncarly
straight-sided in thesc small SL specimens.  Yet, at the ends of the 1-inch GL, and just outside it.
the taper exceeds the machining tolerance sufficiently so as to have a larger cross scction there to
counteract the extensometer knife-edge indentations and overcome the effects of stress concentra-
tion. Then the strain ncar and at necking tends to be confined inside the l-inch gage length.
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Small, superficial nicks and/or scratches on the specimen edges or faces did not affect the
test results, nor did sanding some of the edges of the routed SL specimen contours. Through-
out this report, in figures and text, when referring to the test on a particular type specimen
and its HDPE grade, we use the notation:

(GRADE)(GL-AREA)(SPEC. TYPE)(TEST TYPE)(HS, in./min)(TEST TEMPERATURE).

On occasion, parts of this notation are left out when the meaning is obvious or redun-
dant. For example: (SG)(1/8 x 1/4)(SL)(TT)(5.0 in./min)(70°C) might be reduced to
(SG)(1/8 x 1/4)(SL) if, from the text, the test is obvious. The GL-AREA is the cross-sectional
area of the gage length, and is given as a product of thickness multiplied by width in square
inches (implied).

The apparatus used for creep testing was a four-station creep unit'” with an cnviron-
mental chamber (EC)Z0 as an integral part. Only one station was used. Each station has a
maximum dead load (DL) of 500 Ibf. The desired DL is madec up from an assortment of
weights from 1/10 Ibf to 40 Ibf. The sampie, extensometer, weights, and all rods and cou-
plings of the load train are in line and suspended from a U-frame welded at its ends to the
steel frame of the creep apparatus. Upon starting, after a sudden initial impulse, recorded
on the e versus t strip-chart curve because the load platform is attached to the structure sup-
porting the specimen, (see the discussion of the experimental strain error in this section), the
load is applied smoothly through an electric motor coupled to a worm gcar moving a cantile-
vered elevator platform (upon which the load rests) at approximately S inches per minute up
or down. The loading of a specimen involves a downward motion of the elevator until slack
in the coupling is taken up and the DL is subscquently airborne. The clevator stops automa-
tically after an arbitrarily preset, noncritical space (adjustable from 0 to 1 inch by means of a
proximity switch between the bottom of the flat weight pan and the floor of the elevator plat-
form) is achicved. The upper part of the stainless steel extensometer, with the flat sample, is
located in the EC while the lower part, with a lincar variable differential transformer
(LVDT)?' for precision measurement of strain and adjusting micromcter, is outside and below
the EC and just above the DL. Figures 2 and 3 (pages 303 aad 313) arc the photos in the
Metals Handbook* of the typical rod and tube-type extcnsometer that werc used with adapta-
tion for flat specimens.

The chapters on creep stress rupture and stress relaxation testing in the Mectals Hand-
book** describe the procedures uscd in preparing and loading for the creep test, a measure
of strain in real time (at constant DL and constant test temperature). The extensoricter mea-
surcs the sample’s thcrmal contraction/expansion while the sample is in an unloaded state.
Only the intrinsic weight of parts of the load train act upon the sample when cooling/heating
from ambient to a lower/higher temperature. The LVDT is rated for 0.25-inch full run-out
which corresponds to a 10-volt strain extension (it is possible to find lincarity on a side of
null in the LVDT to 16 volts or 40% strain in a l-inch GL).

A strip-chart recorder™ with a chart spced of 1 to 20 in./min and 1 to 20 in./hour and a
voltage strain-scale range of 1 millivolt to 10 volts is used to record the strain output of the
creep test. By halving the voltage scale range by a multiplier. 20 volts per 10 inches of
strain scalc is obtaincd on which the maximum strain of 16 volts (40%) can be read and
rccorded using a I-inch GL.




A microprocessor for controlling temperature and temperature rates was hardwired to the
EC obtained through Associated Environmental Systems.zo It controls the liquid nitrogen sole-
noid switch and the 1200-watt heater by monitoring a thermistor near the sources of heat and
cold which are hidden behind a stainless steel baffle and are distributed to and mixed within
the EC by a constant speed fan. The stainless steel low-temperature EC can be cooled close
to liquid nitrogen temperatures with special rubber seals on the door which is the front side
of the EC. It can also be heated to approximately 190°C.

Three temperature sensors were used in the EC. The buried one, in the back of the
chamber (in the fan housing close to the heater and close to cold nitrogen gas/liquid jet from
the outlet of the solenoid controlling the liquid nitrogen) was the thermistor element
hardwired to the chamber. It produced visual read-outs on the chamber control panel and
microprocessor control panel. The other two sensors are Type K thermocouples (TC), one
frce to be positioned in a cavity of the chamber between the fan and sample and the other
touching on a flat surface of the specimen gage length facing the fan. The digital tempera-
ture read-outs from the Type K TCs were found to lag by 1.5°C. The microprocessor digital
temperature read-out from the thermistor on both specimen cooling and heating, and the TC
on the specimen face had a minus 1/2°C shift in a digital read-out zero point. Thesc were
accounted for in the final results. The 1.5°C lag was due to the temperature gradient
between the two sensor positions in the chamber: the buried thermistor, near the source of
heating and cooling, and the specimen TC both dependent on the fan for convected temperature.

A digital voltmeter with read-out to four decimal places was used to calibrate the LVDT
zero point and the desired voltage range on the strip-chart recorder.

The lower part of the extensometer (and lower specimen grip and grip rod) acted as an
intrinsic weight of approximately 3 Ibf DL. At room temperature (21°C + 1°C), the starting
point for all experiments, the zero-point strain was adjusted with the intrinsic load present on
the specimen. Thus, as the sample contracted or expanded with temperature, these thermal
changes were modified by the tensile strain due to the intrinsic 3-Ibf load (see Figurcs 4 and 35).

The creep apparatus, as described, was not able to provide error-free data at or below
2.41 MPa (350 psi) bccausc the extensometer exerted a small bending moment on the flat
specimen upon loading and unloading which introduced strain errors in the creep and recov-
cry strains sufficient to negate test results.

The bending moment is duc to the mountcd specimen and extensometer. Together they
deviate from vertical in the load train of the creep apparatus prior to application of the exter-
nal load. When the external load was applied, the bending moment, while bringing the speci-
men and extensometer in line with the load train, produced error in strain.

The errors were particularly noticeable in strains from small loads where full-scalc strain
on the chart recorder was sct to rcad a maximum strain of 0.0025 in./in. or less. Upon apply-
ing or removing a DL (however smoothly) by way of the receding clevator, capricious strains
were introduced due to lateral movement of parts of the load train. This produced bending
moments on the specimen.  They were capricious in that the bending moments appcar to
occur in different combinations (for each new spcecimen tested) upon cach loading/unloading.
Further, due to processing, all spccimens had a slight curvature along the length which was
another sourcc of random, capricious strain.

6




There was also an independent jump in positive or negative strain at the instant the clevator
was activated, due to the clevator drive motor being connected to the creep frame. An undesire-
able, impulsive force was transmitted to the load train causing a negative shift in zero-strain set-
ting at the start of DL application and a positive shift just prior to unloading. These two
impulsive forces caused a permanent shift in zero-strain position which is opposite to the direc-
tion of application of the DL. These impulsively induced strains were sufficiently large to be
important for creep tests with small DLs and their consequent small strains. Furthermore,
they were also found to be capricious as their amplitudes varied in a random way with any
load or unload application.

All the creep recovery curves involved loads with external weights, and had a strain uncer-
tainty of about +0.0005 in./in. at 20°C and about double this at 70°C. The uncertainty
occurred at both loading and unloading and may have reinforced or cancelled cach other capri-
ciously so that a maximum uncertainty of *0.002 in./in. is possible at 70°C. This accounts for
some of the confusion that the creep rccovery runs presented before the role of this capri-
cious strain error was morc fully rccognized. As the strain in the recovery tail (at 70°C) of
the creep recovery curve of Figure 6 was near 0.00225 in./in., the error in recovery strain
could be near 100%. We emphasize that the crcep apparatus, described herein, was perfectly
acceptable once these crrors became negligible for the load and strain scale of the experi-
ment. The author, A. A. Warnas, performed a series of creep tests on both HDPE and poly-
carbonate®* over a wide range of loads and temperatures that were outside the range of these
errors with no ill effects from them. Nonec of these arguments affected the mecasurcment of
thermal strain (due to the cocfficient of linecar expansion) when only accompanied by the ther-
mal strain from the ever-present intrinsic loads acting upon a specimen. There was neither
application of external loads in the form of dcad weights, nor was thcre any motion of the
elevator to induce an impulsive force to the load train to perturb the strain. Thc rcmaining
testing procedure consisted of zeroing the extensometer at room tempcraturc and producing a
temperature ramp, up or down, to the desired end temperature (see the Intrinsic Creep
Loads and Specimen Heating at Constant Tcmperaturc Rate Scction).

Tensile Equipment

The equipment used for the tensile test (TT) was a 20 kip Instron universal clectrome-
chanical test machine of constant crosshead spced with Instron clip-on-type extensometer”
and an cnvironmental chamber (EC). The Instron had 20 kip, hand-tightened grips with bot-
tom grip spring loaded.

A gencral description of this type of machine and procedures for testing with it is given
in Mctals Handbook,”® pages 28 to 31, 34 to 37, and 47 to 51 with appropriate adaptations
for plastic kept in mind.

In the present sctup, the EC works automatically in controlling ‘cmperatures at 21°C and
above, however, due to a faulty relay, it has to be controlled from the temperature TC read-
out at temperatures below 21°C (with a £4°C deviation in temperature) by manuaily control-
ling the liquid and gas nitrogen input. Both methods of temperature control relied on the




signals from a TC touching on a GL face of the specimen. One to two TT runs were per-
formed at temperatures below 20°C for each test temperature.

At 20°C = 2°C, without the EC, two to four tests were performed for each head speed
from 0.005 to 5 in./min. By means of two identical X-Y recorders, all TTs simultaneously pro-
duced load versus strain and load versus time. These were later converted to strain versus
time data by eliminating the load between them. For tests in Figures 1, 7, and 8, a 1 inch,
100% strain extensometer was used. For all others, a 1 inch, 10% extensometer was used
(linear to 12%). Data with TT strains greater than 12% refer to the 100% extensometer.

Prior to a TT, the most sensitive load and strain scales were used to eliminate inadver-
tent preloads on a mounted specimen due to specimen-gripping strains and specimen
contraction at low temperature or expansion at high testing temperature. The manual control
crosshead-motion knob on the tensile machinc was used to damp out the preload and zero
the load cell. At this time, the extensometer was rezerocd.

Experimental Results

TT and Tensile Creep

Figures 1a and 1b show the TT enginecring load-strain curves for SG and BFG HDPE at
21°C and HSs from 0.005 to 5 inches per minute. They indicate a clear superiority of SG
over BFG in terms of Young's modulus and higher yield point (YP) at all HSs.

The YP stress of both grades is sensitive to HS with the YP strain decreasing as HS
increascs. The arrows on the curves indicate the location of the YPs (also shown in Figure 9).

The dash lines in Figure la are engineering load-strain curves for (SG)(1/4 x 1/4)
(SL)(21°C). These specimens, with double the GL cross section but the same silhouette
geometry (superimposed for comparison on the data of the (SG)(1/8 x 1/4) (SL)(21°C) speci-
mens) indicate no load doubling at a given strain at their respective HSs. [In TTs, with HS
and temperature constant (performed with Types I and IV ASTM specimens at any given
strain up to yield) if the cross-sectional area of the GL is doubled, then the load is doubled
(sce Figures 9a and 9b)).

Since there is not a relationship between SL specimens which are identical in geometry
and differing in thickness only, as there is for ASTM dogbone specimens which differ in width
only, it is necessary to use SL specimens with the same dimensions and geometry for all
HDPE grades to obtain consistent, useful data from their TTs for a data basc.

It is noted further that an SL specimen, with the same cross-sectional arca in its GL as
that of an ASTM specimen, did not produce load-strain curves that coincide with ASTM
curves. It is concluded that caution must be assumed when attempting to interpret the SL
results for comparison with dogbone results.

In the curves in Figure 7, the TTs arc represented by solid-line curves. The circle-dash
linc curves were obtained from thermomechanical tests and are supplementary tensile data.
The constant strain rate, uniform-strain cutoff locus is shown as a dash-linc transversely inter-
sccting the family of TT curves. The locus is obtained from the data for Figures 8a and Sb.




To the right of the locus, the data tor strain rates and strain is no longer constant and uni-
form, respectively, and must be evaluated separately with care and caution.

The data from the curves in Figures 1, 7, 8, and 9 are included in Table 3 which is a
compilation of specific engineering load-strain values (including those at the YP) picked from
the curves of the material considered in this report. The data for each curve in Table 3 is
from the lowest curve from a set of one to four curves. The variations in the load-strain
data of Table 3 are due to the effects of geometry, cross section, crosshead speed, and tem-
perature. Thus, Table 3 serves as a reference to, and for the comparison of, the effects of
these parameters on the mechanical properties of these and other grades of HDPE.

In Figure 10, the GCC specimen was superior to the NCC in both stiffness (requiring a
higher load to achieve a given strain) and YP for all the indicated temperatures and HSs.

The fast-cooled compression-molded matcrial was supcrior to the container matcrials in
strength and YP. The GCC material appcared to have been as strong as, and with the samc
YP as, the fast-cooled compression-molded material at 70°C with an HS of 0.05 in./min and
only slightly weaker at 70°C with an HS of 5 in./min.

As far as is known, approximatcly 20% regrind was added to the virgin grade HXM
50100 HDPE by the container manufacturer who then made the NCC and GCC containers
with the same molding process. Apparently, the tested container samples differ in color and
mechanical properties duc only to the addition of 4% green pigment.

Although all results are for HXM 50100 HDPE, the variations in the mcchanical proper-
ties of the TT engineering load-strain curves in Figures 10a, 10b, and 10c are duc to the pro-
cesses used and the additives introduced. These variations are of sufficient magnitude to
warrant treating their hosts as separate materials.

For all the materials of this rcport, almost without exception, the TT enginecring curves for
a head spced of 0.05 in./min, for both 20°C and 70°C, have a YP at an undctcrmined strain
beyond 12% which was the extensometer test limit.  However, for the head speed of 5 in./min, only
the curve at 20°C has a YP (arrow) within the 12% strain.

The data in Figurcs 8a and 8b is from thc simultancous TT traces of load versus strain
and load versus time. The straight-line portions of the log-log plots in Figures 8a and 8b arc
parallel to a reference line with slope equal to 1 indicating a linear relation between strain
and time. Hence, in the straight-line portion of the plots to the cutoff strain, the average
strain rate, c¢(t)/t, in the l-inch GL is constant and uniform while the instantancous strain
ratc is the same at cach instant, so that ¢(1) = ¢(t)/t = constant, where ¢ is strain and t is
time.

The data points show that, at the start of a TT for an HS of 5 in./min, &(t) is higher
than that on the straight line, but approaches the straight-line value rapidly, decreasing to the
constant valuc within 100 milliscconds and within 1% strain. This initial region of nonconstant
strain ratc also occurs as an unstable zonc in Figure 11. Why this occurs is not clear.  After
this initial inconsistency, ¢(t) is uniform and constant to the cutoff. Beyond cutoff strain, ¢(t)
increases continuously to the YP.  As the cutolf strain occurs for all of the specimen geome-
trics tested, it is not considered a peculiarity of the SL specimen.

9




Table 3. TENSILE TEST ENGINEERING LOAD-STRAIN DATA AT THE INDICATED

HDPE GRADES AND AT THE INDICATED CROSSHEAD SPEEDS AND TEMPERATURES

Test Tensile Cross Crosshead Load (ibf) @ Indicated Strain e, (in./in.)
Temp. Specimen Section Speed, HS
(°C) Shape (sq. in.) (in./min.) e = 0.01 e =0.02 e =0.04 e = 0.06 YP Load (e)
(@) Sheet Grade (SG) - EHM-6001
21 SL (1/8 x 1/4) 0.05 38.0 58.0 79.0 90.0 N/A
21 SL (1/8 x 1/4) 5 N/A N/A N/A N/A N/A
21 SL (1/8 x 1/4) 0.05 410 71.0 95.0 106.0 116.0 (0.14)
21 St (1/8x 1/4) 5 720 110.0 146.0 153.0 163.0 (0.11)
21 SsL (1/4 x 1/4) 0.05 825 121.5 158.0 175.0 185.0 (0.08)
21 st (1/4 x 1/4) 5 103.0 173.0 235.0 255.0 263.0 (0.09)
21 Type IV (1/8 x 1/4) 0.05 425 62.0 81.0 90.0 99.0 (0.16)
21 Dogbone (1/8 x 1/4) 5 62.5 97.0 126.0 136.0 141.0 (0.095)
21 Type | (1/8 x 1/2) 0.05 77.5 120.0 162.5 184.0 200.0 (0.12)
21 Dogbone (1/8x1/2) 5 129.0 200.0 2575 2775 285.0 (0.093)
70 St (1/8 x 1/4) 0.0 7.5 13.0 25 28.0 N/A
70 SL (1/8 x 1/4) 5 N/A N/A N/A N/A N/t
70 st (1/8 x 1/4) 0.05 10.0 18.0 29.0 35.0 N/A
70 St (1/8 x 1/4) s 14.0 295 47.0 56.0 N/A
70 SL (1/4 x 1/4) 0.05 215 34.0 49.0 58.0 N/A
70 SL (1/4 x 1/4) 5 34.0 55.0 78.5 91.0 N/A
70 Type vV (1/8 x 1/4) 0.05 6.0 14.0 25.0 32.0 N/A
70 Dogbone (1/8 x 1/4) 5 N/A N/A N/A N/A N/A
(b) Blown-Film Grade {BFG) - HHM-TR140
21 SL (1/8 x 1/4) 0.05 230 41.0 6C.0 69.0 N/A
21 SL (1/8 x 1/4) 5 N/A N/A N/A N/A N/A
21 St (1/8 x 1/4) 0.05 R0 39.0 63.0 80.0 95.0 (>0.20
21 St (1/8 x 1/4) 5 450 7.0 98.0 112.0 116.0 (0.18)
21 SL (1/4 x 1/4) 0.05 28.0 85.0 118.0 135.0 N/A
21 SL (1/4 x 1/4) 5 75.0 126.0 1715 1915 204.0 (0.11)
21 Type | (1/8 x 1/2) 0.05 540 82.0 114.0 132.0 N/A
21 Dogbone .  (1/8x1/2) 5 85.0 140.0 190.0 2135 234.0 (0.118)
70 st (1/8 x 1/4) Q.05 5.0 95 17.0 23.0 >156.0 (>0.30)
70 SL (1/8 x 1/4) 5 N/A N/A N/A N/A N/A
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Table 3. (Cont'd) TENSILE TEST ENGINEERING LOAD-STRAIN DATA AT THE INDICATED

HDPE GRADES AND AT THE INDICATED CROSSHEAD SPEEDS AND TEMPERATURES

Test Tensile Cross Crosshead Load (Ibf) @ Indicated Strain e, (in./in.)
Temp. Specimen  Section Speed, HS
Source (°C) Shape (sq. in.) (in./min) e = 0.01 e=002 =004 =008 YPLoad(e
(c) Extra High Density Polyethylene - HXM 50100

1. (NCC) 21 SL (1/4 x 1/4) 0.05 60.0 91.0 125.0 141.0 235.0 (0.10)

21 SL (1/4 x 1/4) 5 80.0 137.5 192.5 216.0 N/A
2. (GCO) 21 SL (1/4 x 1/4) 0.05 62.5 95.0 131.0 150.0 225.0 (0.10)

21 SL (1/4 x 1/4) 5 84.0 145.0 196.0 216.5 N/A

3. (NCC) 70 SL (1/4 x 1/4) 0.05 22.0 34.0 50.0 58.0 N/A

70 St (1/4 x 1/4) S 35.0 55.0 79.0 91.0 N/A

4. (GCC) 70 SL (1/4 x 1/4) 0.05 23.0 385 58.5 70.0 N/A

70 sL (1/4 x 1/4) 5 37.0 63.5 91.5 1140 N/A

Cooling
Plate Rate
(d) Compression Molded Polyethylene Plates of Different Cooling Rates - HXM 50100

I Slow 21 SL (1/4 x 1/4) 0.05 78.0 117.0 156.0 176.0 N/A
21 SL (1/4 x 1/4) 5 108.0 170.0 222.0 243.0 260.0 (0.10)

] Medium 21 SL (1/4 x 1/4) 0.05 75.0 113.0 154.0 175.0 N/A
21 SL (1/4x 1/4) § 100.0 165.0 220.0 243.0 260.0 (0.10V

I Fast 21 SL (1/4 x 1/4) 0.05 76.0 1120 161.0 170.0 N/A
21 St (1/4 x 1/4) 5 107.0 170.0 225.0 246.0 260.0 (0.10)

| Slow 70 SL (1/4 x 1/4) 0.05 280 4.0 64.0 75.5 N/A

70 St (1/4 x 1/4) 5 42.5 72.0 105.0 123.0 N/A

] Medium 70 SL (1/4 x 1/4) 0.05 32.0 49.0 68.0 745 N/A

‘ 70 sL (1/4 x 1/4) ) 43.0 67.0 95.0 108.0 N/A

I Fast 70 SL (174 x 1/4) 0.05 23.5 43.5 61.5 71.5 N/A

70 SL (174 x 1/4) 5 45.0 71.0 103.0 120.0 N/A
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Note that tensile specimens, not necessarily of the same geometry, with equal cross-sectional
areas in their GLs tend to have the same strain rate independent of the test temperature.
As the cross-sectional area and/or HD(t) increases for each HS, the plots are displaced
parallel toward longer times and lower strain rates.

Initially, the effective length, HD(t = 0), between grips is the actual length between grips
which is 3, 4, and 2.5 inches for the SL, ASTM Type I, and ASTM Type IV tensile speci-
mens, respectively, for the tests in this report.

Since the cross section may differ from point-to-point along HD(t), at any instant, all
points in HD(t) do not strain uniformly, neither for ASTM-type dogbone or SL geometry.
Furthermore, the material of the specimen is not homogeneous; being of two phases and also
somewhat directionally oriented due to processing and perhaps containing voids, impurities,
and even some molecular degradation due to processing. Thus, HS/HD(t) is an average strain
rate in HD(t) which in turn is an average or effective length between the test grips. Like-
wise, e(t)/t and e(t) are average strain rate and strain in the GL.

Ignoring the first 1% strain, least squares analysis of the plots in Figure 11 indicates that
HD(t) is independent of e(t)/t and e(t) in the GL to the cutoff strain (i.e. HD(t) is constant
to cutoff). Thus, the average strain rate in HD(t) is equal to e(t)/t, the average strain rate
in the GL, which is also constant and uniform in the GL (from Figure 8, é(t) = e(t)/t = c).
Constant and uniform rate implies uniform strain so that the average strain in the GL is uni-
form. Indeed, all the specimens of the several geometries apparently strain uniformly in the
GL as long as the GL strain rate, é(t) and HD(t) are constant. The end of uniform strain is
denoted by arrows at the curves’ gentle knees in Figure 11.

The gentle knee indicates that the uniform strain cutoff conforms to the point of upward
diversions from the straight line of a log e versus log t curve of Figure 8, indicating an
increasing strain rate in HD(t), as well as in the GL beyond cutoff. The upward diversions
are clearly evident on linear plots (not shown) of e versus t from which the strain cutoffs
were obtained.

The knee, or cutoff strain, increases with test temperature; the larger increase occurring
for the lower of the two HSs. The locus for cutoff strain is shown in Figure 7 supcrimposcd
on the TT curves for an HS of 0.05 in./min and several test temperatures.

Notice that beyond the cutoff, the GL strain becomes nonuniform, perhaps due to the
nonhomogenecities in the form of flaws such as voids, and/or a crystalline-to-amorphous phasc-
change effect (see Figure 12, and associated Table 4). The GL strain continuously increascs
with load, becoming progressively more nonuniform while the strain rate to YP progressively
increascs due to stress concentration. Also, HD(t) decrcases gradually beyond the knee in
Figure 11.




Table 4. PERCENT CRYSTALLINITY (% X) AND PERCENT CRYSTALLINITY CHANGE (% dX) OF
HDPE (1/4 x 1/4)(SL)(ITT){21°C) SPECIMENS AS A FUNCTION OF HEAD SPEED
(BEFORE AND AFTER [TTs TO 12% ENGINEERING STRAIN)

High Head Speed = 5.0 in./min. Head Speed = 0.05 in./min.
Density
Polyethylene % X % X % X
(Grade) Before Test After Test % dX After Test % dX
BFG 46.7 46.8°* 0.1 46.8 0.1
NCC 52.1 50.0° 4.0 49.5 -5.0
SG 54.6 53.5 -2.0 56.6° 3.66

*Specimens X-rayed 13 months after TTs (remaining specimens X-rayed 6 months after TTs)

The authors werc confronted with the surprising result that in the flat tensile specimens
of the present material thc GL strain was uniform only to a cutoff strain which was well
below the YP. Likewise, the GL strain rate was constant only to the cutoff, beyond which it
increased continuously, reaching a maximum value at the YP. The cffect was surprising
because constant strain rate and uniform strain in the GL is widely believed, and rcported in
the literature, to hold to the maximum load where incipient necking suddenly occurs. It
appeared that nonuniform strain occurred much sooner at cutoffjthen localized, gradually
increasing and coalescing with other localized strains, culminating in a shear band at the maxi-
mum load. Likewise, the strain rate continuously increased beyond cutoff due to localization
of strain reaching a maximum in the shear band.

TT curves, like those in Figure 12, are obtained when (1/4 x 1/4)(SL) spccimens arc
tested at 21°C and stressed to 12% strain which is beyond YP strain for an HS of 5 in./min
and before it for an HS of 0.05 in./min. As thesc curves arc from specimens with the same
shape, thickness and GL cross-sectional area, they give a clear indication that the container
material is of different morphology than both SG and BFG HDPE. This differcnce was veri-
fied by GPC (see Table 1) and X-ray diffraction analysis with which differences in molecular
distribution (not shown) and differences in percent crystallinity, respectively, for the three
grades are observed. Creep curves at 70°C and 250 psi for the three grades also show a
clear difference for a one-hour DL test performed with (1/4 x 1/4)(SL) specimens (curves not
shown).

The X-ray diffraction analysis was performed in transmission*® in the GL of the (1/4 x
1/4)(SL) spccimens. The X-ray analysis which has a 2% cxperimental precision and a 5% sys-
tematic crror, indicated no residual stresses and no oricntation in the crystalline phases in any
of the HDPE grades, neither before nor after a TT. The X-ray diffraction procedure used
by Rcference 26 is given in Refercnce 27.

However, as indicated previously in this report, the injection-molded specimens consisting
of bar thicknesses (from which SL specimens were routed), contained overall shrinkage as
well as concave dishing in the specimen faces. This and the X-ray results scem to indicate
that any residual from these effects is in the amorphous phase of the HDPE as is any mole-
cular oricntation due to the injection molding process.




After tensile testing the three grades of HDPE to 12% strain at 21°C and crosshead
speeds of 5 and 0.05 in./min, they were examined by X-ray diffraction for percent-change in
crystallinity. Analysis of the X-ray data showed no affect on the crystallinity for all three
grades after the testing when compared to a set of untested specimens, recalling the work of
Moore and Matsuoka® (see the Discussion Section). The X-ray tests were performed on
three of the tested specimens six months after the tensile tests and on the remaining three
(identified by asterisks in Table 4 where all six specimens are tabulated) 13 months after
their tensile tests. The results appear to indicate no long-term room temperature crystal
recovery or annealing in the specimens which were stored in polyethylene bags at 50% relative
humidity and 21°C + 4°C in a covered, five gallon, white PE bucket prior to X-ray analysis.

Figure 6 shows the results of a 42-day total creep strain versus real-time tensile creep
test performed on a HDPE (1/4 x 1/4)(SL) specimen routed from material cut from the NCC
with the creep apparatus described earlier. The total creep strain consists of the loading
strain plus the transient creep strain. The curve shows that the transient strain (initial
response immediately after full DL is applicd) under DL apparcntly ceases after roughly five
days with a 1% total creep strain at the start of the crecp-strain plateau at 250 psi and 70°C.
Thus, after five days, the creep ceased with a total strain of 1% and remained that way until
the 42nd day.

Upon unloading at 70°C on the 42nd day of creep, most of the strain rccovered in six
days. A large part of the unrecovered strain, if not all, is presumed to be duc to the experi-
mental strain error. Any further recovery is expected to be small.

Thus, shortly after loading, the material appears to cease to creep (a plateau) but does
not recover completely upon unloading. The data of Gohn and Cummings™® indicates that
their PE creep tests took years to reach this plateau state, if at all (sce the Discussion
Section).

Further experimentation, taking into account the systematic errors in the crecp apparatus.,
is nceded to resolve the question of completc recovery (see further details in the Discussion
Section, particularly about plateau recovery results for polycarbonate).

Figures 4 and 5 contain low-load tensile crecp curves, at 20°C and 70°C, unloaded after
10 to 20 hours of crcep. The tests were performed to show the existence of full recovery
and, hence, the existence of LVE conditions around and below the critical stress.  Although
plateaus occurred, nonc was found from which full recovery occurred so that LVE conditions
could not be conclusively established. The best that could be obtained was near complete
recovery which, oncc again, is believed to point to the systematic error inhercnt in the creep
apparatus. Thus, although some curves have the appearance of full recovery in the figures,
all of the recovery strains in Figures 4 and 5 have at lcast a +£0.0005 unrccovered strain
(also shown in Figure 6). The dashed area (sce Figure 4a) indicates a case of over recovery
due to the systematic errors.

It was expected that creep from a 145 psi (1 MPa) stress at 20°C will plateau sooner and
recover more fully than that from the same stress at 70°C. However, the large capricious
strain crror found accompanying the loading and unloading (described in the test procedurces)
tended to render moot the question of the cxistence of complcte recovery at this time. Onc
may question the platcau as an artifact duc to a stuck apparatus. It is belicved this is not
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the case as there was an unobstructed, transient creep-strain effect gradually leading to the
plateau, most likely due to the viscoelastic material and not apparatus friction.

Intrinsic Creep Loads and Specimen Heating at Constant Temperature Rate

Once again, the region being studied involves small DLs (stresses) and strains. Although
this is the region of creep testing where the creep resuits with external DLs are affected by
the bending moment and other limitations in the creep apparatus, none of these affect the
measurement of the thermal strain which involves the coefficient of expansion and the ever-
present intrinsic loads for the reasons mentioned in the Creep Test Equipment Section.

Intrinsic loads, imparted in this case by the weights of the lower half of the extensometer
and a lower grip, produce an unintended and undesirable premature strain on the mounted
test specimen, inadvertently shifting the room temperature cquilibrium of the test specimen to
a new one slightly removed from that of the load-frec specimen, by producing a small, unmea-
surable (unknown) strain. This strain was sct to zero along with thc thermal strain effect of
a, the coefficient of lincar thermal expansion, at room temperature on a strain vcrsus time
chart when the extensometer zero strain is set prior to a test. The intrinsic loads were con-
sidered as parts of the total load, although the strain of the intrinsic loads was zeroed out,
and to that extent were a source of total creep-strain error particularly for small total loads
(the total load contains the intrinsic and extcrnal DLs), as shown in Figure 13.

As parts of the small total load, the intrinsic loads w(i) contribute to the total crecp
strain. Considered by themselves, their presence is visible through the temperature dependent
part of their strain e[w(i),T] above (and below) 20°C, where their unknown 20°C strain was
sct to zecro as an extension (or a contraction) of the matcrial, additional to the thcrmal-strain
effect of a. Upon return to 20°C, the expansion or contraction of a material becomes zecro
since the strain due to the intrinsic loads and temperaturc on the material is initially sct to
zero here. Of course, this is possible only if the experimental error of the apparatus is negli-
gibly small and the material is LVE with no morphological changes in it.

Consider Figure 13, which is a schematic diagram of total strain versus time and tempera-
turc at constant heating ratc with total external crecp strain duc to cxternal DL, w(ex), super-
imposed on thermal strains duc to w(i) and a. As indicated carlicr, therc arc limitations in
performing this type of expcriment for HDPE with a small w(ex) (with small stresses <350 psi)
without avoiding error due to the limitations of the creep apparatus. However, it is possible
to perform it when the external load is zero [w(ex) = 0] so that only intrinsic loads cxist. Note
that thc form of the curve in Figurc 10 docs not occur in the usual creep test since the thermal
components arc zeroed out with the extensometer. An example is at 70°C before the external
DL is applied. It is at this point that the usual creep test begins (as shown in Figures 4. and 6).

As all crecp tests in this report contain the intrinsic loads, it is uscful to know how they
affect the test. To do this, only this load was used for examination and testing.

Figurc 14 illustrates the thermal strain curve, A(T, t), duc to the intrinsic load. w(i). and
a when the HDPE spccimen is hecated and, after a while, cooled. The test was performed
with an (NCC)(1/4 x 1/4)(SL) tensile specimen with a w(i) of 2.7 Ibf (12 newton. N) so that
the stress was 43 psi.  The specimen was heated and cooled at the rate of 2°C per minute.
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Because the experimental heating and cooling curves arc straight lines [although a slight
inflection ?oint at approximately 50°C (not obvious in Figure 14) may be indicative of a transi-
tion point*’], we assume a linear relation for A(T, t) and its components so that A(T, t) =

Ae + e[a(T)].

To facilitate a separation of the strain into its components, the value of « is assigned,
which is equal to 110 x 10” in./in.°C?® and it is proposed that it be constant over the heating
and cooling range of 20°C to 70°C. Thus, there are two components of strain: Ae and
e[a(t)], where Ae is the shaded portion of the curve in Figures 13 and 14. It can be seen
that e[a(T)] and Ae, which were zeroed out at 20°C when the extensometer was sct to zero
strain, are temperature dependent so that e[a(T)] = 2 Ae (Ae = 0.002 in./in. on the 70°C
plateau) above (and below) 20°C. Also, both are fully reversible approaching zero strain as
the temperature approaches 20°C (from above or below). If w(i) was O to start. then only
e[a(t)] would be involved (unshaded part) and the test would be a thermomechanical or a
thermodilatometric test. Several things arc observed with constant a:

1. For a specimen with an initial cross scction, A,, Ae, and ¢[a(T)] are independent of
T for a T of 1° or 2°C/min.

2. Further, if we assume that a is independent of A, then we assume that only Ae
depends on A,.

3. Ae is fully reversible as is e[a(T)]. Note that Ae would be zero if there were no
w(i); then, prior to a test, the extensometer would zero out only e[a(T)]. Note that in a
TT at, for example, 70°C, the load cell and extcnsometer zero out any preload strain and
e[a(T)] prior to a test, as was described for the creep extensometer above.

In Figure 14, it is not apparcnt which component is affected by the seven-hour crystal
growth scen as the strain decrcase, Ax = -0.021%, which remains constant through a
30-minute cooling to 20°C and for 15 hours after.

Another question is whether the crystal growth would continue beyond seven hours and,
if so. how much and for how long?

There is the further possibility that Ax is due to annealing residual strain in the amor-
phous phase of the HDPE (NCC) matcrial so as to causc the small, negative-strain adjust-
ment and not involve crystal growth.

DISCUSSION

A comprehensive study was made of the mechanical behavior (tensile and creep) of three
grades of HDPE over a range of load and temperature. The results arce included to serve as
a rcference on the mechanical properties of the three grades of HDPE treated herein and as
a refcrence for future work on them and other HDPE grades. Figures 1. 7, 8. 9, 10, 11. and
12, along with all of thec tables, arc used to cstablish a data base on the three HDPE grades.

In Figures 8, 11, and 12, it was found that the 20°C strain is nonuniform beyond 3% in
a tensile test with flat specimen (as well as in other mechanical tests, such as the creep test)
and that the strain ratc is constant to only 3% beyond which it increases monotonically o
the yicld point.  To help explain these findings, refer to the room temperature findings of

16




Moore and Matsuoka® with Marlex 6000-60 (Phillips 66 Company) which they described as a
medium molecular weight lincar PE with an Mw of 40,000, density of 0.96 g/cc, and 80%
crystallinity. They observed a scattered maser-light pattern, from a PE film specimen defor-
ming in the tensile creep mode, to broaden with strain. The broadening, according to them,
is due to cumulative deformation in spherulites where “The first indication of deformed spher-
ulites is detected at about 3% strain though some deformation probably occurs before this."®
Thus, the deformation in the spherulites increases with strain. Its collective effect became
evident at 3% strain as a broadening of the light pattern from a deforming crecep specimen,
also appears to be related to the start of nonuniform strain and the end of constant strain
rate in the TTs, as seen in Figures 8 and 12. Upon unloading from a 1740 psi (12 MPa)
constant stress with a 6% tensile creep strain, after about five hours, Moorc and Matsuoka
found the broadening in the pattern gradually disappearcd and the pattern rcturned to its
original state, but that full strain rccovery did not occur. This also occurred in a similar
experiment by Erhardt ct al®  Since the X-ray findings on tested tensile specimens (sce
Figurc 12 and Table 4) indicate no loss of crystallinity or change in its X-ray pattern from
loads producing strains of 12%, it is suggested that the light-pattern change is produced by
spherulite strain which is part of the elastic and linear viscoelastic strain components with the
viscous strain component apparently residing in the amorphous phase not playing any major
part in pattern change. The full recovery of the pattern is duc to full recovery, with time,
of the spherulite strain of the clastic and linear viscoclastic strain components (the remaindcr
is due to the amorphous phase) of the crecp loading. As the stress is much greater than the
Niclsen critical stress, a large viscous strain component occurrcd as part of the total, 6%
crecp strain which upon unloading remained unrecovered in the amorphous phasc.

Turning now to thc low-load creep experiments, a litcrature scarch was performed to get
experimental support for the creep strain and recovery results. The desired support would be
in the form of crcep at low loads for several temperatures including room temperature and
those above and below it and, at least, implics a critical stress. Only partial support was
found.

Rccall that the trend in the shapes of the individual creep curves in any family ol such
curves is towards a f{lattening of the curves (plateauing) with decreasing stress at constant test
temperature or incrcasing temperature at cornstant stress. It is expected that the test curves
should approach a platcau and full rccovery as the irrecoverable, viscous creep strain
approaches zero at the critical stress.  For all stresses below the critical stress, LVE results
arc cxpected; i.c., a creep strain which reaches a constant value (a platcau with no strain rate
or viscous crcep strain) and, upon unloading, full creep-strain recovery at any temperature
(barring structural changes in the matcrial).

In work on PE pertinent to our platcau concept, “Lethersich™ shows that with shear
stresses up to . . . 150 psi the initial clastic strain and the primary crecp (that is. the total
deflection less the stcady-state creep, if it exists) arc lincar with stress™ (quoted from the
chapter by Hopkins and Davis™). (Bold lettering to the above referenced material was added
by the authors of the present report).

Some of the carliest work on creep of PE was by Gohn and ct al.****% who tested
several grades of PE (onc natural, all others with added carbon black of less than or cqual
to 2%) for periods of up to 11 years with low loads down to 0.345 MPa (50 psi) at 30°C
+1°C. Their conclusion was that all of the specimens experienced creep that diminished and
ccased with time.  The time interval for creep cessation decrcased as the load (stress)
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decreased and the creep became less than the precision of measurement up to 2.76 MPa
(400 psi). Nielsen’ placed this data in the subcritical stress region. Indeed, for stresses less
than or equal to 0.69 MPa (100 psi), in the Gohn data,”® one can argue to linear viscoelastic
conditions for some of their material (through log stress versus log strain isochrones of 1000
hours) although this material did not recover completely even after 600 hours.

Findley”‘37 performed a creep test on a single specimen of PE under interrupted loading
(unload/reload in the 16th year) for 26 years at 225 psi and 25°C. The shape of the curve
suggests that the stress for his material was above critical stress as there was no cessation of
creep; even so, the magnitude of the viscous creep strain is relatively small suggesting that
the stress was not too far above the critical stress.

Crissman®® performed short-time crcep tests on HDPE at 20°C, 38°C, and 50°C and
mostly at 4 MPa (580 psi). From his results, he concluded that there was no linearity, cven
at his lowest load of 1 MPa with strain of 0.1%.

As to the question of what constitutes linearity in a viscoelastic material, Ward and
Onat™ presented a criterion for LVE by plotting creep compliance against stress, the material
being hnear so long as compliance was independent of stress. While others (Turner*® and
Crissman® ®) used the viscoelastic reference line, dlog(stress)/dlog(strain) equals 1, plotting log
stress versus log strain isochrones at selected constant times. The isochrones indicate LVE
conditions if they are parallel to the reference line.

Nielsen states that “the critical stress_'is often about the same value as the stress at which
the stress-strain curve becomes nonlinear.

However, for HDPE creep tests done well below the critical stress; i.c., at a stress less
than or equal to 1 MPa where one might expect a plateau and complete recovery, large scat-
ter was found, as well as inconsistencies and poor reproducibility leading to the conclusion
that the lower limit was reached with the apparatus for producing and reproducing scientifi-
cally reliable creep-recovery data (see Figures 4 and 5) and we would not be able to pursue
the plateau concept with this apparatus.

To overcome this difficulty, one test procedure is to use simple, low weight but strong
specimen grips, and to avoid intrinsic preload and bending moments on the specimen by
replacing the present crecp extensometer with two resistance foil strain gages directly attached
with proper adhesive to opposite faces of the GL of the test specimen. This technique was
not rcadily available for HDPE since the available adhesives (e.g., epoxy) do not stick to it.
However, there are techniques to make epoxy work, one being a 10-minute HDPE specimen
exposure to a low temperature oxygen plasma.41 As this is beyond the scope of this study,
polycarbonate (PC) was uscd to demonstrate the existence of a creep-strain platcau and the
subsequent full recovery from it upon unloading.

A (PC)(1/8 x 1/2)(bar)(21°C) with resistance strain gages glued with epoxy dircctly oppo-
site each other onto opposite flat sides of the 5.5-inch bar is tested at low loads using the
techniques described above for LVE propertics. LVE properties are obtained in the PC bar
manifested by creep-strain platcauing with subsequent full strain rccovery upon unloading at
any time on the platcau. The results were successful for three stress levels (85, 350, and
700 psi) cach of which resulted in creep-strain platcaus from which full recovery was
obtained. The specimen loading/unloading is done with a manually controlled, smoothly
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operating scissor-type platform suited for handling small loads. The same specimen was used

for the three aforementioned stress levels. Each recovery was complete in about 10 minutes.

Apparently, the specimen had no memory of each prior test. This effcct is a corollary of our
definition of LVE conditions in a plastic.

This test data compares favorably to the LVE aspect of PC unpublished creep data*? at
21°C which indicated plateaus and full recovery between 10 MPa (1450 psi) and 22.5 MPa
(3270 psi) which, in turn, compares favorably to creep data of Yannas and Lunn.** The data
of Reference 42 was obtained from tests performed with the creep apparatus described in this
report. As the testing was done well outside the error zone, the error in strain due to the
enumerated sources of error is negligible for these tests.

In light of the creep plateau recovery results on medium viscosity, amorphous PC
(Lexan), HDPE probably has a LVE range manifested by plateauing of the creep strain, [ully
recovering upon unloading, for stresses below a critical stress. Corroberation will probably be
obtained with a test like the one described above for PC oncec the strain gage adhesive
problem is overcome. Then, also, an attempt would be made to establish the critical stress
and its relation to temperature.

CONCLUSIONS

Each grade of HDPE, along with its processing, has its own mechanical properties charac-
teristics. To that extent, each should be treated as a scparate material with its own data base.

The AMMRUC streamline specimens produced a different response to mechanical tensile
loading from that of ASTM-type specimens so that care must be exercised when comparing
their mechanical performance to that from ASTM-type specimens and, presumably, from speci-
mens with other geometries.

In a TT, the strain tends to be uniform with a constant strain rate in HD(t) (the effec-
tive length between grips) and both the uniform strain and constant strain rate in this HD(t)
ceasc at approximately 3% at 21°C and at approximately 7% at 70°C. Beyond this cutoff
point, nonuniform strain dcvelops and the strain rate increases monotonically approaching the
HS. culminating in a shcar band in the GL at maximum load (yield point).

X-ray analysis of HDPE TT data shows that thc nonuniform strain and monotonically
increasing strain rate beyond 3% to 12% (yicld point) strain is not related to any change in
percent crystallinity at room temperaturc.

The creep-strain platcau full-recovery concept, along with the mcasurable, finite loading
time and the incrcasing strain during DL application, could be of importance to fundamental
concepts in lincar viscoclasticity. However, the crecep apparatus is found to have an experi-
mentally unmanageable strain zone for obtaining scientifically acceptable HDPE creep-recovery
data duc to thc capricious bending moments occurring when a small cxternal DL is applicd
or removed. This affects the conclusive cstablishment of [ull rccovery from a plateau for all
stress levels below a critical stress level and its relationship to lincar viscoelasticity.  This difti-
culty is cxpected to be overcome once the problem of gluing strain gages with adhesive wet-
able to HDPE onto specimen faces is solved. The proposed experimental arrangement toward
this end requires a scnsitive means of recording creep strain and recovery while climinating
the intrinsic load and specimen bending moments caused by application of the external loads.
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In the meantime, PC, with attached strain gages and DL stresses, was used as a surrogate for
establishing full recovery from a plateau. Preliminary results at low loads along with unpub-
lished PC creep-recovery data indicate plateaus for several stresses and subsequent full recov-
ery at 20°C showing LVE conditions. A critical stress level is expected at some higher
loading level along with cessation of LVE properties of the PC specimen. Unpublished PC
data places this level roughly at 3300 psi at 20°C with a 1% strain.

Until materials characterization is available, in the sense of tailoring the material to fit
the job, one must continue to fit the job to the available shelf material relying on its data
base for its design properties. To present the best possible data base to this end, the best
possible documentation of all facets of the material from raw material inception to its proces-
sing and testing, along with incidental treatments, is absolu.ely essential.
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Figure 1a. TTs on HDPE SL-specimens of SG and BFG at 21°C and the indicated HSs produced the
tamilies of engineering load-strain curves. Figure 1b, doubling the cross-sectional area in the GL
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Figure 2. Typical rod-and-tube-type extensometer for
elevated-temperature creep testing.

Figure 3. Linear variable differential transformer.
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Figure 4. Total creep strain-recovery curves at the constant DL (stresses) and temperatures
indicated with error bars showing why complete recovery could not be achieved.
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Figure 5. Load/unioad total creep strain curves showing strain recovery at
70°C and 20°C for the HDPE grades and specimens indicated, and at the
indicated stress levels. The problem of indicated stress levels. The problem
of determining if full recovery occurred is illustrated by the size of the strain
errors which prevents determining LVE properties.
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Figure 7. TTs on (HDPE)(SG)(1/8 x 1/4)(SL) specimens at 0.05 in./min and the indicated test
temperatures produced the families of engineering load-strain solid-line curves. The dash-line
curves and/or circle curves are constructed from thermomechanical test data. They are included as
supplementary curves. The cutoff locus, which cuts the family of load-strain curves transversely,
indicates two zones for strain and strain rate: to the left of the locus, the strains are uniform and

the strain rate on any cunva is constant; to the right, the strain is nonuniform and the strain rate
increases monotonically to the YP along any load-strain curve.
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Figure 13. A schematic diagram with total creep strain
due to w(ex) superimposed on the thermal components
of strain due to a, the coefficient of linear expansion,
and the intrinsic loads, w(i) at 70°C.
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